DETAIL#:
0700/0750-5002-C-TXR Tile Assembly,
V .
’7*0(')\;'755‘5“’“5 Interior Floors over Slabs on Grade,
VIEW TYPE: AVM SyStemS 700/750
Cut Sheet
Tile, stone, etc
AVM Thinset 770 or 780
Protective coating (optional)
Bonded waterproof membrane (optional)
AVM System 700 or 750
/— Concrete, on-ground
Notes:
1. See AVM tile detail notes sheet for notes 3, 4, 5, 6, 7, 12.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-5002-C-Tile-Assembly-over-Slab-on-Grade-CS-TXR
TXR-F122-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011






































































	0700-0750-5002-C-Tile-Assembly-over-Slab-on-Grade-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf
	0700-0750-5022-C-Tile-Assembly-over-Slab-on-Grade-over-Self-Leveling-Underlayment-CS-TXR.pdf
	0700-0750-5022-C-Tile-Assembly-over-Slab-on-Grade-over-Self-Leveling-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5042-C-Tile-Assembly-over-Slab-on-Grade-over-Gypsum-Underlayment-CS-TXR.pdf
	0700-0750-5042-C-Tile-Assembly-over-Slab-on-Grade-over-Gypsum-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5202-C-Tile-Assembly-over-Slab-on-Grade-or-Elevated-Slab-over-Unbonded-Mortar-Bed-CS-TXR.pdf
	0700-0750-5202-C-Tile-Assembly-over-Slab-on-Grade-or-Elevated-Slab-over-Unbonded-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5212-C-Tile-Assembly-over-Slab-on-Grade-or-Elevated-Slab-over-Bonded-Mortar-Bed-CS-TXR.pdf
	0700-0750-5212-C-Tile-Assembly-over-Slab-on-Grade-or-Elevated-Slab-over-Bonded-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5302-C-Tile-Assembly-over-Elevated-Slab-CS-TXR.pdf
	0700-0750-5302-C-Tile-Assembly-over-Elevated-Slab-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5322-C-Tile-Assembly-over-Elevated-Slab-over-Gypsum-Underlayment-CS-TXR.pdf
	0700-0750-5322-C-Tile-Assembly-over-Elevated-Slab-over-Gypsum-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5502-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Wire-Reinforced-Unbonded-Mortar-Bed-CS-TXR.pdf
	0700-0750-5502-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Wire-Reinforced-Unbonded-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5542-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Lath-Reinforced-Mortar-Bed-CS-TXR.pdf
	0700-0750-5542-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Lath-Reinforced-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5582-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Cement-Backer Board-CS-TXR.pdf
	0700-0750-5582-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Cement-Backer Board-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5702-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Poured-Gypsum-Underlayment-CS-TXR.pdf
	0700-0750-5702-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Poured-Gypsum-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5752-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-19-Inch-OC-over-Cementitious-Self-Leveling-Underlayment-CS-TXR.pdf
	0700-0750-5752-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-19-Inch-OC-over-Cementitious-Self-Leveling-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5782-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Plywood-Underlayment-CS-TXR.pdf
	0700-0750-5782-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-16-Inch-OC-over-Plywood-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-5802-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-24-Inch-OC-over-Plywood-Underlayment-CS-TXR.pdf
	0700-0750-5802-WF-Tile-Assembly-over-Plywood-Subfloor-Joists-24-Inch-OC-over-Plywood-Underlayment-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6004-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-One-Coat-Method-CS-TXR.pdf
	0700-0750-6004-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-One-Coat-Method-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6102-WF-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Mortar-Bed-CS-TXR.pdf
	0700-0750-6102-WF-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-0750-6002-C-Tile-Assembly-Interior Walls-over-Solid-Backing-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6162-C-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Cement-Backer-Board-CS-TXR.pdf
	0700-0750-6162-C-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Cement-Backer-Board-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6302-C-Tile-Assembly-Interior Walls-over-Masonry-or-Concrete-CS-TXR.pdf
	0700-0750-6302-C-Tile-Assembly-Interior Walls-over-Masonry-or-Concrete-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-6322-C-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Bonded-Mortar-Bed-CS-TXR.pdf
	0700-0750-6322-C-Tile-Assembly-Interior Walls-over-Wood-or-Metal-Studs-over-Bonded-Mortar-Bed-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-7502-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Full-Coverage-CS.pdf
	0700-0750-7502-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Full-Coverage-CS.pdf
	0700-AVM-Tile-Detail-Notes.pdf

	0700-0750-7552-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Partial-Coverage-CS-TXR.pdf
	0700-0750-7552-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Partial-Coverage-CS-TXR.pdf
	0700-AVM-Tile-Detail-Notes.pdf


