8?33;’6750_1112_% Tile Assembly, Exterior Roof or Deck Floors
AVM Systems over Wood Frame, Single Membrane over
Zga/zvig Mortar-Bed, for Thick-Set,

Cut Sheet AVM Systems 700/750
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AVM Stone Set 790 or AVM Crete 6400/6460

Metal lath or wire reinforcement
(Do not attach thru membrane)

Protective coating (optional)

Membrane AVM System 700 or 750
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Min. 5"
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Notes:

See AVM tile detail notes sheet for notes 2, 4, 5, 6, 8, 9, 12.

Wall termination shown with L-Metal + Screed.

AVM recommends using AVM Thickset 790, AVM Crete 6400 or 6460 or other approved thicksets.
If back side of tiled wall is exposed to the weather, it must be waterproofed.

Must use min 5/8" exterior grade plywood. All plywood joints must be fully blocked.
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The combined thickness of the thin mortar bed plus the setting bed must be a min 1.25" thick.
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Metal lath or wire in the thickset could damage membrane. Always protect the membrane using "Protective Coating", paper or other protection.
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