DETAIL#:
0700/0750-5002-C-TXR Tile Assembly,
V .
’7*0(')\;'755‘5“’“5 Interior Floors over Slabs on Grade,
VIEW TYPE: AVM SyStemS 700/750
Cut Sheet
Tile, stone, etc
AVM Thinset 770 or 780
Protective coating (optional)
Bonded waterproof membrane (optional)
AVM System 700 or 750
/— Concrete, on-ground
Notes:
1. See AVM tile detail notes sheet for notes 3, 4, 5, 6, 7, 12.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-5002-C-Tile-Assembly-over-Slab-on-Grade-CS-TXR
TXR-F122-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011























































DETAIL#:
0700/0750-6302-C-TXR
AVM Systems

700/750

VIEW TYPE:

Cut Sheet

Notes:

FILE NAME: 0700-0750-6302-C-Tile-Assembly-Interior Walls-over-Masonry-or-Concrete-CS-TXR
Protected by Copyright © AVM Industries, Inc. Revision Date: 12/21/2011




Tile Assembly, Interior Walls

DETAIL # :

0700/0750-6322-C-TXR
AVM Systems Over Masonry or Concrete,
700/750 Bonded Mortar Bed,

VIEW TYPE AVM Systems 700/750

Cut Sheet

3 R :'.v' N
LR
© 9 P
w '~?.\;,".f:~=.., ;.' Z——Tile, stone, etc.
ey o AVM Thin Set 770 or 780
< . .vz .‘:. ‘;~
V‘; S Protective coating (optional)
IR
e T e Membrane AVM System 700 or 750
Wl d
N - L <
v S Mortar bed (AVM Crete 6400 or 6460)
b v, ..Sl'. . :v .
S o Mortar bed bond coat (AVM Crete 6200 or 6260)
Ly Masonry/Concrete
q.:, : :vﬂﬁ . ': O:.
: B ~..;..v .. 1’.:yq,:

Notes:
See AVM tile detail notes sheet for notes 3, 4, 5, 6, 8, 9.

1.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-6322-C-Tile-Assembly-Interior Walls-over-Masonry-or-Concrete-over-Bonded-Mortar-Bed-CS-TXR

Revision Date: 12/13/2011

Protected by Copyright © AVM Industries, Inc.
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DETAIL#:
0700/0750-7502-C-TXR Tile Assembly, Interior Floors,
;\(\)/c')\;'é\gtems Crack Isolation Membrane, Full Coverage /4
ew e AVM Systems 700/750
u ee

Tile, stone, etc.
AVM Thinset 770 or 780
Protective coating (optional)

Bonded crack isolation membrane
(AVM System 700 or 750)

Concrete, on-ground
or above-ground

/— Soft Joints \ Grout joint \
|

= | | ~

Notes:
1. See AVM tile detail notes sheet for notes 2, 4, 5, 6, 7, 15.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-7502-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Full-Coverage-CS-TXR
TXR-F125-Full-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




DETAIL#:
0700/0750-7552-C

AVM Systems

Tile Assembly, Interior Floors,
Crack Isolation Membrane, Partial Coverage

A

700/750
VIEW TYPE:
Cut Sheet

AVM Systems 700/750

Tile, stone, etc
AVM Thin Set 770 or 780
Protective coating (optional)

Bonded crack isolation membrane
(AVM System 700 or 750)
Concrete, on-ground

or above-ground

/— Soft Joints \ Grout joint \
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Notes:
1. See AVM tile detail notes sheet for notes 2, 4, 5, 6, 7, 15.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-7552-C-Tile-Assembly-Interior-Floors-Crack-Isolation-Membrane-Partial-Coverage-CS-TXR
TXR-F125-Partial-11-ASR Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/13/2011
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