3%3;6750-3002-WF-TXR Tile Assembly,

AVM Systems Bathtub or Shower Walls

Zg%ﬁg with Prefabricated Receptor and Mortar Bed,
Cut Sheet AVM Systems 700/750

Tile, stone, etc.
/‘\ —— AVM Thin Set 770 or 780

Protective coating (optional)
Waterproof membrane AVM System 700 or 750

Mortar bed (AVM Crete 6400 or 6460)
Scratch coat (AVM Crete 6200 or 6260)

Metal lath

Vapor retarder membrane

i
N

N

3\

Y

N\

\

AL/ ANEANEANE NANEA Y

MO

N\

1/4" Flexible sealant

Tub unit or prefabricated
shower receptor

Wood or metal studs

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3002-WF-Tile-Bath-Shower-Walls-Prefab Receptor-Mortar-Bed-CS-TXR
TXR-B411-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/16/2011




3%3;6750-3004-WF-TXR Tile Assembly, . .

AVM Systems Bathtub or Shower Walls with Prefabricated /]
700/750 Receptor and Cement Backer Board,

Cut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM Thin Set 770 or 780

Protective coating (optional)

Waterproof membrane AVM System 700 or 750
Cement or fiber-cement backer board

Shim as requiredj

Vapor retarder membrane

\

| *F
)

Flexible sealant

— m\:. .in e e & e 0 )
R ~ xR s bl
\

1/ "

Tub unit or prefabricated shower
receptor

Wood or metal studs

AN

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 13,16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3004-WF-Tile-Bath-Shower-Walls-Prefab Receptor-Backer-Board-CS-TXR
TXR-B412-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/16/2011




3%3;6750-3006-WF-TXR Tile Assembly,

AVM Systems Bathtub or Shower Walls,
Zga/zvig Detail #3004 Enlarged,

Cut Sheet AVM Systems 700/750

When used, vapor retarder membrane
must overlap tub flange

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3006-WF-Tile-Bath-Shower-Walls-AVM-Detail-3004-Enlarged-CS-TXR
TXR-B412-ENLG-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/12/2011




DETAIL % Tile Assembly, Bathtub or Shower Walls,
0700/0750-3008-WF-TXR X
AVM Systems Prefabricated Receptor, Coated Glass Mat /T

700/750 Water-Resistant Gypsum Backer Board,

Cut Sheet AVM Systems 700/750

u Tile, stone, etc.
AVM Thin Set 770 or 780
Protective coating (optional)

Membrane AVM System 700 or 750

Shim as required \
—

Coated glass mat water-resistant gypsum
backer board

AN N N

NN

Fexible sealant

0000000000000000000000

Tub unit or prefabricated shower
receptor

Wood or metal studs

A\

5

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3008-WF-Tile-Bath-Shower-Walls-Prefab Receptor-Coated-Glass-Mat-Gypsum-Board-CS-TXR
TXR-B419-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/12/2011




3%‘3/’;750_3010_WF_TXR Tile Assembly, Bathtub or Shower Walls,
AVM Systems Prefabricated Receptor, Fiber Reinforced
700/750 Water-Resistant Gypsum Backer Board,
Cut Sheet AVM Systems 700/750

Tile, stone, etc.

Shim as requiredj AVM Thin Set 770 or 780

Protective coating (optional)

Waterproof membrane
AVM System 700 or 750

Fiber-reinforced water-resistant
gypsum backer board

77

77

UNOPOO0O000000000O0000000

Fexible sealant

Tub unit or prefabricated shower
receptor

)

Wood or metal studs

P

\
\

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3010-WF-Tile-Bath-Shower-Walls-Prefab Receptor-Fiber-Reinforced-Gypsum-Board-CS-TXR
TXR-B430-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/16/2011




3?3(';/“6750_3 L2 WETXR Tile Assembly, Shower Receptors,

AVM Systems Wood or Metal Studs, Cement Backer
700/750 Board Walls, Mortar Bed Floor,

VIEW TYPE:

Cut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM thin set 770 or 780

Protective coating (optional)

\

Shim as required\

Waterproof membrane
AVM System 700 or 750

ANETEAY

Cement backer board

\

Vapor retarder membrane

\

N\ T\

Wood or metal studs

\

Fexible sealant
Mortar bed (AVM Crete 6400 or 6460)

Shower pan membrane (AVM
System 700 or 750)

e R R R RRZ R

(0000000000000 000000C00N00000000000000000000]
:POO00000000000000000AC00PO0P0000000000000000(

NN

\

A I

Sloped fill under shower pan 4/

membrane

Pea gravel or other weep
protection

Weep holes

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3102-WF-Tile-Shower-Receptors-Wood-Metal-Studs-Cement-Backer-Board-Walls-Mortar-Bed-Floor-CS-TXR
TXR-B415C-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/16/2011




3?3(';/“6750_3 LOAWETXR Tile Assembly, Shower Receptors,

AVM Systems Wood or Metal Studs, Fiber Cement
700/750 Backer Board Walls, Mortar Bed Floor,
VIEW TYPE:

Cut Sheet AVM Systems 700/750

Tile, stone, etc.
AVM Thin Set 770 or 780

Shim as required \
N

Protective coating (optional)

Waterproof membrane
AVM System 700 or 750

Fiber cement backer board

[ NN

N

Vapor retarder membrane

\

Wood or metal studs

N

Gap
Flexible sealant
Mortar bed (AVM Crete 6400 or 6460)

TUUUUUUUUUUU0U0UU0U0UOUUUNUUOUUUUUUUUU0UUUUUUUUUU

b 5| I

I

N

Sloped fill under shower pan
membrane

Pea gravel or other weep
protection

Weep holes

Shower pan membrane AVM System 700 or 750

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.

2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3104-WF-Tile-Shower-Receptors-Wood-Metal-Studs-Fiber-Cement-Backer-Board-Walls-Mortar-Bed-Floor-CS-TXR

TXR-B415F-11-ASR Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/16/2011




DETAIL #:
0700/0750-3106-WF-TXR

AVM Systems

Tile Assembly, Shower Receptors,
Wood or Metal Studs, Coated Glass Mat
Water-Resistant Gypsum Backer Board Walls,

A

700/750
vew Tvre Mortar Bed Floor,
ut Sheet
AVM Systems 700/750
Shim as required > N Tile, stone, efc.
\ > AVM Thin Set 770 or 780
2 / Protective coating (optional)
D
> ‘/ Waterproof membrane
o+ / AVM System 700 or 750
§ Coated glass mat water-resistant
> / gypsum backer board
D
D Wood or metal studs
; /
D
D
D
g D
D
D
D
D
D
D
D
D
> Flexible sealant
D
D Mortar bed (AVM Crete 6400 or 6460)
> Shower pan membrane AVM System 700 or 750
Sloped fill under shower pan J
membrane
Pea gravel or other weep
protection
Weep holes
Notes:

1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3106-WF-Tile-Shower-Receptors-Wood-Metal-Studs-Coated-Glass-Mat-Gypsum-Board-Walls-Mortar-Bed-Floor-CS-TXR

TXR-B420-11-ASR

Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/16/2011




DETAIL® Tile Assembly, Shower Receptors,

0700/0750-3108-WF-TXR Wood or Metal Studs, Fiber-Reinforced

AVM Systems . A
700/750 Water-Resistant Gypsum Backer Board Walls,

VIEW TYPE: Mortar Bed Floor,

Cut Sheet AVM Systems 700/750

Tile, stone, etc.
AVM Thin Set 770 or 780
Protective coating (optional)

Shim as required\

Waterproof membrane
AVM System 700 or 750
Fiber-reinforced water-resistant
L1
° gypsum backer board
§‘/ Wood or metal studs

Flexible sealant
Mortar bed (AVM Crete 6400 or 6460)
Shower pan membrane AVM System 700 or 750

Sloped fill under shower pan 4/

membrane

TIIIIITIIIIIIITITTTIIETTTIIIE S T TTITII I T T IITILTTTTTTII TSI TTIII T TS TIIAII 7|

0000000000000 000000ROOOO

N )

Pea gravel or other weep
protection

Weep holes

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3108-WF-Tile-Shower-Receptors-Wood-Metal-Studs-Fiber-Reinforced-Gypsum-Board-Walls-Mortar-Bed-Floor-CS-TXR
TXR-B431-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/16/2011




DETAIL #- Tile Assembly, Shower Receptors,
ZZ/?\(/I)/SOI:O-?’MO-WF-TXR Wood or Metal Studs, Cementitious-Coated
700/75§ me Extruded Foam Backer Board Walls, A
yEw TV Mortar Bed Floor,
U onee AVM Systems 700/750

Tile, stone, etc.
AVM Thin Set 770 or 780

Shim as required\

Cementitious-coated extruded
foam backer board

Wood or metal studs

/ Protective coating (optional)
L1 / Waterproof membrane (optional)
/ AVM System 700 or 750

Flexible sealant
Mortar bed (AVM Crete 6400 or 6460)
Shower pan membrane AVM System 700 or 750

: 0OOOO0OOOOOOOOOOOOOOO&OOO&00000000000000000!
i

Sloped fill under shower pan 4/

membrane

Pea gravel or other weep
protection

Weep holes

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3110-WF-Tile-Shower-Receptors-Wood-Metal-Studs-Cement-Coated-Extruded-Foam-Backer-Board-Walls-Mortar-Bed-Floor-CS-TXR
TXR-B426-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/12/2011




0700/0750-3112-WE-TXR Tllg Assembly, Shower Receptors,
AVM Systems Solid Backlng,

700/750 Bonded Waterproof Membrane
VIEW TYPE:

Cut Sheet AVM Systems 700/750

Tile, stone, etc.
AVM Thin Set 770 or 780

Protective coating (optional)

Continuous bonded waterproof
membrane (AVM System 700 or 750)

Solid backing

ANIEANERY

M)

\

Flexible sealant

] / Mortar bed (AVM Crete 6400 or 6460)
1= -

Wood or concrete —/ L

Weep holes

Pea gravel or other
weep protection

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3112-WF-Tile-Shower-Receptors-Solid-Backing-Bonded-Waterproof-Membrane-CS-TXR
TXR-B421-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




DETAIL# Tile Assembly, Shower Receptors,
0700/0750-3114-WF-TXR SOlld Backing,
AVM Systems
700/750 Bonded Waterproof Membrane,
e TP Drain Flange,

Ut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM Thin Set 770 or 780

Protective coating (optional)

/ Continuous bonded waterproof
/ membrane (AVM System 700 or 750)
/ Solid backing

IANEEAY

A

Ay

Flexible sealant

Mortar Bed (AVM Crete 6400 or 6460)

et
AN\

N

— Drain

— Concrete or wood

\— Integrated bonding flange

(min 2" wide)

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 13, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3114-WF-Tile-Shower-Receptors-Solid-Backing-Bonded-Waterproof-Membrane-Drain-Flange-CS-TXR
TXR-B422-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




— Tile Assembly,
0700/0750-3502-WF-TXR Tubs Fountains & Curbs,
?ggffsg‘tems Waterproof Membrane,

VIEW TYPE: Wood Only Forms

Cut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM Thin Set 770 or 780

Mortar bed (AVM Crete 6400 or 6460)

Scratch coat (AVM Crete 6400 or 6460)

Metal lath

Protective coating (required)

Waterproof membrane (AVM System 700 or 750)

\

N

TN S NS N

M)

Exterior grade plywood

[

Studs or cementitious 7
base for curbing \

2" x 2" blocking

(== 3/4"to 1 1/4"

[T

Wood framing

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3502-WF-Tile-Tubs-Fountains-Curbs-Waterproof-Membrane-Wood-Only-Forms-CS-TXR
TXR-B17A-07-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




— Tile Assembly,
0700/0750-3504-WF-TXR Tubs Fountains & Curbs,
’7*(‘)’(')\;'755‘5“’“5 Waterproof Membrane,
VIEW TYPE: Concrete or Wood Curbs,
Cut Sheet AVM Systems 700/750
Tile, stone, etc. Tile. st i
AVM Thin Set 770 or 780 e, S1one, efc.
Mortar bed (AVM Crete 6400 or 6460) AVM Thin Set 770 or 780
Reinforcing Mortar bed (AVM Crete
Protective coating (required) 6400 or 6460)
- A AVA Waterproof membrane =) —Relnforlcmg .
/ AVM System 700 or 750 7 A/~ Protective coating
. NI . > (required)
RITT Flexible sealant
i E R / / Concrete base . i — Waterproof membrane
| RN L bln_ i o i | . T m T i AVM System 700 or 750
l L, - = e - - - B _E_J ’ﬁ/ —— Exterior grade plywood
= /
=) e T — . . P 7 A
L < 4 2o Jan ."4 4.4
T (-
RS > o L4 a A, -7 < | I AR U—
B . 4 24 4
T4t il de L Al Lty
o9 44 ."4~4~.. ;,.4: t"’ .. a4, . ;" o ....;' I
— — — : Studs or cementitious J
base for curbing
Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-3504-WF-Tile-Tubs-Fountains-Curbs-Waterproof-Membrane-Concrete-Wood-Curbs-CS-TXR
TXR-B17C-07-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




" Tile Assembly,
0700/0750-3532-WF-TXR Tubs Fountains & Curbs,
AVM Systems Waterproof Membrane,
700/750
VIEW TYPE: Preformed Curbs,
Cut Sheet
AVM Systems 700/750
/— Tile, stone, etc.
- m —— AVM Thin Set 770 or 780
E—— T Protective coating (required)
. — W1/ —— Waterproof membrane
Flexible sealant AVM System 700 or 750
%é —— Noncorrosive spiral nail / washer fastener
= Studs or cementitious base for curbing
I ,—Preformed curb
> | |/ /——Flexible sealant
B P /— Exterior grade plywood
= 7505 2 %
‘ \— Pre slope Crete 6400 or 6460
Wire reinforcing
Mortar bed AVM Crete 6400 or 6460
Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 16.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-3532-WF-Tile-Tubs-Fountains-Curbs-Waterproof-Membrane-Preformed-Curbs-CS-TXR
TXR-B17D-07-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




DETAIL #: Tile Assembly,
0700/0750-3902-C-TXR Tubs Fountains & Pools,
AVM Systems
700/750 Concrete Tank,
VIEW TYPE: Mortar Bed over Membrane
Cut Sheet

AVM Systems 700/750

Tile, stone, etc.
AVM Thin Set 770 or 780

Mortar bed AVM Crete 6400 or 6460
Reinforcing

f Scratch coat (if needed) AVM Crete 6400 or 6460
Metal lath
Protective coating (required)

Waterproof membrane
AVM System 700 or 750

Concrete tank

NI NDN NNEANDN

Flexible sealant

-] 304" to 1 1/4"
o ;L i i i i [ I

Pea gravel or otherJ L\

weep protection

Weep holes

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 16.
2. Use ANSI A118.4 Thin-Set. AVM recommends using AVM Thin-Set 760 with AVM Additive 7400.

FILE NAME: 0700-0750-3902-C-Tile-Tubs-Fountains-Pools-Concrete-Tank-Mortar-Bed-over-Membrane-CS-TXR
TXR-B17B-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




DETAIL#: 2

0700/0750-3922-C-TXR Tile Assembly,

AVM Systems In Pool or Pond, Concrete Tank,
100/750 Bonded Mortar Bed

Cut Sheet AVM Systems 700/750

1 Coping/decking
/

——— Flexible sealant

I
=
.
[

Alternate deck profile

. ——— Tile, stone, etc.

- jf‘f'? - AVM Thin Set (760 + latex additive 7400)

. A ’ = Protective coating (optional)

. - i_ Waterproof membrane AVM System 700 or 750
ERIRYY 2

wLE ‘_ Mortar bed (AVM Crete 6400 or 6460)

if o “ . = Scratch coat (AVM Crete 6400 or 6460)
R ‘_ Mortar bed bond coat (AVM Crete 6200 or 6260)
‘fA ;z‘f E = Cementitious waterproofing

44 s Concrete, shot crete TN
Y I or gunite tank 4N
Y -
[ . ....4‘.. ‘4 N — v 4

i .‘.34: v‘ . L - - y — - i

: :. N .*7.‘, E - a9, - - < A

a, ‘ a . 4’4:. ) a e e A o

Alternate bottom profile

Notes:
1. See AVM tile detail notes sheet for notes 4, 5, 6, 7, 8, 9,11,12.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-3922-C-Tile-Assembly-in-Pool-or-Pond-Concrete-Tank-Bonded-Mortar-Bed-CS-TXR.dwg
TXR-P602-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 02/23/2012




Tile Assembly,

DETAIL#:

0700/0750-4002-C-TXR Steam Showers/Roomes,
AVM Systems Concrete or Masonry,
700/750 Mortar Bed Walls,

VIEW TYPE:

Cut Sheet Mortar Bed Floors,

AVM Systems 700/750

Sealed slip joint
Tile, stone, etc.

AVM Thin Set 770 or 780
Protective coating (optional)

Waterproof membrane
AVM System 700 or 750

Mortar bed (AVM Crete 6400 or 6460)

Scratch coat
Metal lath

Tie wires
1/4" D. pencil rods

Instulation (typically rigid foam)

Optional vapor retarder membrane
Sealed slip joint

Shower pan membrane
AVM System 700 or 750

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 12, 13, 16.
2. Use ANSI A118.4 Thin-Set. AVM recommends using AVM Thin-Set 760 + AVM Additive 7400.

FILE NAME: 0700-0750-4002-C-Tile-Steam-Shower-Room-Concrete-Masonry-CS-TXR
TXR-SR613-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




— Tile Assembly,
0700/0750-4004-C-TXR Steam Showers/Rooms,
\
’7*0(')\;'755{5%’“5 Wood or Metal Studs,
VIEW TYPE: Detail #4002 EnIarged
Cut Sheet
AVM Systems 700/750
5 Continuous bonded waterproof membrane
H (AVM System 700 or 750)
connected to integrated bonded flange
Integrated bonding flange J

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 12, 13.
2. Use ANSI A118.4 Thin-Set. AVM recommends using AVM Thin-Set 760 + AVM Additive 7400.
FILE NAME: 0700-0750-4004-C-Tile-Steam-Shower-Room-Concrete-Masonry-AVM-Detail-4002-Enlarged-CS-TXR
TXR-SR613-ENLG-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




Tile Assembly,
DETAIL#:
0700/0750-4202-WF-TXR Steam Showe rs/Rooms,
AVM Systems Wood or Metal Studs, /2]
Zgal/ZYSPS Mortar Bed or Cement Backer Board Walls,
Cut Sheet Mortar Bed Floors,
AVM Systems 700/750
.' Tile, stone, etc.
§ Slope ceiling 2" per foot
Sealed slip joint
1 AVM Thin Set 770 or 780
% §\ b= Protective coating (optional)
5\ Continuous bonded
N waterproof membrane
BN { (AVM System 700 or 750)
'ﬂ q Wood or metal studs/insulation
(typically ridgid foam)
“ Optional vapor retarder membrane
- Shim, as required
E Cement backer board
or mortar bed (AVM Crete 6400 or 6460)
Sealed slip joint
Reinforced mortar bed
Shower pan membrane
(AVM System 700 or 750)
: //
Sloped fill under shower panJ
Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 12, 13, 16.
2. Use ANSI A118.4 Thin-Set. AVM recommends using AVM Thin-Set 760 + AVM Additive 7400.
FILE NAME: 0700-0750-4202-WF-Tile-Steam-Shower-Room-Wood-Frame-CS-TXR
TXR-SR614-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




— Tile Assembly,
0700/0750-4204-WF-TXR Steam Showers/Rooms,
AV
70(;‘;'755‘5*‘”“5 Wood or Metal Studs,
VIEW TYPE: Detail #4202 EnIarged,
Cut Sheet
ut Shee AVM Systems 700/750
=]
Continuous bonded waterproof membrane
m (AVM System 700 or 750)
connected to integrated bonded flange
%
—_—— e {
e u i P :
A/’ A . :A ) AA -9 ) / < .
Integrated bonding flange J

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 8, 12, 13.
2. Use ANSI A118.4 Thin-Set. AVM recommends using AVM Thin-Set 760 + AVM Additive 7400.
FILE NAME: 0700-0750-4204-WF-Tile-Steam-Shower-Room-Wood-Frame-AVM-Detail-4202-Enlarged-CS-TXR
TXR-SR614-ENLG-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




— Tile Assembly, Radiant Heat,
0700/0750-4502-C-TXR Interior Floors,
7’*3’3;'755‘2;%’“5 Over On-Ground Concrete
VIEW TYPE: Encapsulating Hydronic Tubing
Cut Sheet
ut Shee AVM Systems 700/750

Tile, stone, etc.

AVM thinset 770 or 780

Protective coating (optional)

Membrane (optional) AVM System 700 or 750

< [T/ 7/ [ [ [ [
<
- \
—
\ Hydronic tubing
Concrete, on-ground min. 3/4"
over tubing

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 7.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-4502-C-Tile-Radiant-Heat-Over-Concrete-CS-TXR
TXR-RH110-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




" Tile Assembly, Radiant Heat, Interior Floors,
0700/0750-4504-C-TXR Over On-Ground Concrete,
7’*3’3;'755‘2;%’“5 Gypsum Underlayment Encapsulating
VIEW TYPE: Hydronic Tubing, Bonded Membrane
Cut Sheet
ut Shee AVM Systems 700/750
Tile, stone, etc.
AVM Thinset 770 or 780
Protective coating (optional)
Bonded membrane (optional)
AVM System 700 or 750
Poured gypsum underlayment
min. 3/4" over tubing
Hydronic tubing
Primer
/7 Concrete, on-ground
Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 7.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-4504-C-Tile-Radiant-Heat-Over-Concrete-CS-TXR
TXR-RH111-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




3?83;6750-4506-C-TXR Tile Assembly, Radiant Heat, Interior Floors,
AVM Systems Over On-Ground Concrete, Cementitious
700/750 Underlayment Encapsulating Hydronic Tubing
VIEW TYPE:

Cut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM Thinset 770 or 780

Protective coating (optional)

Membrane (optional) AVM System 700 or 750

Cementitous underlayment
min. 1/2" over tubing (AVM Crete 6400 or 6460)

Hydronic tubing
Primer
i Concrete, on-ground
VIV eaaN L]

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 7, 14.

2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4506-C-Tile-Radiant-Heat-Over-Concrete-CS-TXR
TXR-RH112-11-ASR Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/20/2011




DETAIL #:
0700/0750-4508-C-TXR

AVM Systems
700/750

VIEW TYPE:
Cut Sheet

Tile Assembly, Radiant Heat, Interior Floors,
Over On-Ground Concrete, Electric Radiant
Heat System Encapsulated in
Cementitious Underlayment,

AVM Systems 700/750

Tile, stone, etc.

AVM Thinset 770 or 780

Protective coating (optional)

Membrane (optional) AVM System 700 or 750

Cementitous underlayment
min. 1/2" over tubing (AVM Crete 6400 or 6460)

Electric radiant system encapsulated
in underlayment (AVM Crete 6400 or 6460)

Primer

/7 Concrete, on-ground

TAVeAVEeyaa [ |

Notes:

1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 7, 14.

2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4508-C-Tile-Radiant-Heat-Over-Concrete-CS-TXR

TXR-RH116-11-ASR

Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/20/2011




DETAILE Tile Assembly, Radiant Heat, Interior Floors,
0700/0750-4510-C-TXR Over On-Ground or Above-Ground Concrete,
?ggffgg‘tems Unbonded Mortar Bed Encapsulating
vew TYre Hydronic Tubing

t t

— AVM Systems 700/750

Tile, stone, etc.
AVM Thinset 770 or 780

Protective coating (optional)
Membrane AVM System 700 or 750

Unbonded mortar bed (AVM Crete 6400 or 6460)
Reinforcing
Cleavage membrane

Hydronic tubing encapsulated
in mortar bed (AVM Crete 6400 or 6460)

Concrete, on-ground or above-ground

|
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Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 7, 8.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4510-C-Tile-Radiant-Heat-Over-Concrete-CS-TXR
TXR-RH117-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




DETAILH - Tile Assembly, Radiant Heat, Interior Floors,

0700/0750-4702-WF-TXR Over Wood Frame, Joists 16" o.c./Plywood

AVM Systems A

700/750 Subfloor, Gypsum Underlayment

e e Encapsulating Hydronic Tubing, Bonded Membrane,
u ee

AVM Systems 700/750

Tile, stone, etc.

AVM Thinset 770 or 780

Protective coating (optional)

Bonded membrane AVM System 700 or 750
Primer/sealer

Poured gypsum underlayment min. 3/4" over tubing
Hydronic tubing

Primer

Plywood t&g subfloor

Gap

/7 Sawn lumber, truss or |-joist
I

N |

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4702-WF-Tile-Radiant-Heat-Over-Wood-Frame-CS-TXR
TXR-RH122-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




DETAIL #:

0700/0750-4704-WF-TXR Over Wood Frame, Joists 16" o.c./Plywood
7A(\)’(')\;'755‘g‘tems Subfloor, Cementitious Underlayment
VIEW TYPE: Encapsulating Hydronic Tubing

Cut Sheet AVM Systems 700/750

Tile Assembly, Radiant Heat, Interior Floors,

Tile, stone, etc.

AVM Thinset 770 or 780
Protective coating (optional)
Membrane AVM System 700 or 750

Cementitious underlayment min.
1/2" over tubing (AVM Crete 6400 or 6460)

Hydronic tubing

Plastic lath
Primer

Plywood t&g subfloor
Gap

/7 Sawn lumber, truss or i-joist

I W/ /1 /S /[ T [ H

. /I 16" 0.C. |\

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 14.

2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4704-WF-Tile-Radiant-Heat-Over-Wood-Frame-CS-TXR
TXR-RH123-11-ASR Protected by Copyright © AVM Industries, Inc.

Revision Date: 12/20/2011




— Tile Assembly, Radiant Heat, Interior Floors,
0700/0750-4706-WF-TXR Over Wood Frame, Joists 16" o.c./Plywood
AVM Syst
700/75‘g ems Subfloor, Unbonded Mortar Bed
VIEW TYPE: Encapsulating Hydronic Tubing
Cut Sheet
AVM Systems 700/750

Tile, stone, etc.

AVM Thinset 770 or 780

Protective coating (optional)

Membrane AVM System 700 or 750

Unbonded mortar bed

Reinforcing

Cleavage membrane

Hydronic tubing encapsulated in mortar bed

(AVM Crete 6400 or 6460)

Gap

Plywood T&G subfloor

/ /— Sawn lumber, truss or i jOISt
A7 777 77 B
/ /7 [/ [/ / /
% \
16" 0.C.

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 14.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.
FILE NAME: 0700-0750-4706-WF-Tile-Radiant-Heat-Over-Wood-Frame-CS-TXR
TXR-RH141-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/13/2011




SETAT Tile Assembly, Radiant Heat, Interior Floors,
0700/0750-4732-WF-TXR Over Wood Frame, Joists 19.2" o.c./Plywood
7A(\)’c')\;'7s_:.fems Subfloor, Electric RadiantHeat System i
VIEW TYPE: Encapsulated in Cementitious Underlayment

Cut Sheet AVM Systems 700/750

Tile, stone, etc.

AVM Thinset 770 or 780

Protective coating (optional)

Membrane AVM System 700 or 750

Cementitious underlayment (AVM Crete 6400 or 6460)

Electric radiant system encapsulated in underlayment
(AVM Crete 6400 or 6460)

Plastic lath

Primer

Gap

Plywood T&G subfloor

ﬁ Sawn lumber, truss or |-joist

'/ N /S /T B [

/A |\
19.2"0.C.

Notes:
1. See AVM tile detail notes sheet for notes 1, 4, 5, 6, 14.
2. AVM recommends using thin-set that meets ANSI A118.4 specifications, such as AVM thin-set 770. For best results, use AVM thin-set 780.

FILE NAME: 0700-0750-4732-WF-Tile-Radiant-Heat-Over-Wood-Frame-CS-TXR
TXR-RH140-11-ASR Protected by Copyright © AVM Industries, Inc. Revision Date: 12/20/2011




Tile Detail Notes

AVM System 750, non-breathable, non-reinforced liquid rubber
membrane. ICC ESR-3450, ICC PMG-3450. AVM System 700,
breathable, fully reinforced, UV stable, acrylic membrane. ICC ESR-
2662, LARR 25431, LARR M-050065. Although either membrane

Wood and other substrates should be reinforced with metal lath 2.5.
(These recommendations are based on using AVM Crete 6400 or
6460, high-performance polymer modified mortar beds)

may be used, for this type of application, AVM recommends 9. Reinforcement: AVM System 750: AVM recommends to reinforce
using the AVM System 750. Optional: For extra protection, AVM the membrane in the following areas by embedding AVM Mat 800
recommends to install the “protective Coating” after the membrane into the membrane: At all corners (such as wall-to-wall and wall-to-
is installed and tested. Anti-Fracture: If anti-fracture properties are floor corners), at drains, all penetrations and any transition in the
desired, please see Note #15 for additional anti-fracture information. surface plain. Reinforcement: AVM System 700: AVM System 700 is
fully reinforced. Extra reinforcement (double fabric) at corners and
AVM System 700, breathable, fully reinforced, UV stable, acrylic other critical areas is optional. Refer to each system’s installation
membrane. ICC ESR-2662, LARR 25431, LARR M-050065. instructions for further details.
AVM System 750, non-breathable, non-reinforced liquid rubber
membrane. ICC ESR-3450, ICC PMG-3450. Although either 10. Roof Membranes: Roof membranes (also referred to as primary
membrane may be used, for this type of application, AVM membranes) are often used in exterior roof or deck tile applications
recommends using the AVM System 700. Optional: For extra when installed over living or usable spaces: These assemblies
protection, AVM recommends to install the “protective Coating” after have two membranes in them. A lower membrane (roof or primary
the membrane is installed and tested. Anti-Fracture: If anti-fracture membrane) and an upper membrane (secondary membrane) just
properties are desired, please see Note #15 for additional anti- below the tile, stone, etc. (the mortar bed separates the two) For the
fracture information. lower membrane (roof or primary membrane) AVM recommends
to use AVM System 500 applied at a min 120 mils dry and fully
AVM System 750, non-breathable, non-reinforced liquid rubber reinforced with AVM Mat 800. Or, you may use other approved
membrane. ICC ESR-3450, ICC PMG-3450. AVM System 700, roofing membranes. (Consult with roofing membrane manufacturer)
breathable, fully reinforced, UV stable, acrylic membrane. ICC If a Drainage Mat is specified,, consult with AVM for Drainage Mat
ESR-2662, LARR 25431, LARR M-050065. Either membrane may recommendations.
be used, for this type of application. Optional: For extra protection,
AVM recommends to install the “protective Coating” after the 11.  AVM System 750, non-breathable, non-reinforced liquid rubber
membrane is installed and tested. Anti-Fracture: If anti-fracture membrane. ICC ESR-3450, ICC PMG-3450. Only AVM System
properties are desired, please see Note #15 for additional anti- 750 is recommended for this type of application. Optional: For extra
fracture information. protection, AVM recommends to install the “protective Coating” after
the membrane is installed and tested. Anti-Fracture: If anti-fracture
The substrate surfaces must be structurally sound, clean, and dry, properties are desired, please see Note #15 for additional anti-
free of contamination, and prepared according to AVM’s Installation fracture information.
Instructions and industry standards. When installing AVM’s
membranes on slabs on grade and/or hard to bond surfaces, use 12. If drainage is a consideration: Verify that proper drains are used.
AVM'’s epoxy primer. (Tile drains also known as Double Drains/Triple Drains, etc). Also
verify that all drains, drainage elevations, sloping and tie-ins are
AVM recommends all parties to consult approved resources and correct.
design professionals to ensure a complete and proper assembly.
13. When the terms “Backer-Board” or “Cement Backer Board” or “Fiber
Please refer to the TCNA® Handbook for Ceramic Tile Installation Cement Backer Board” or “Coated Glass mat Water-Resistant
and AVM’s current data sheets and documentation for complete Gypsum Backer Board” etc, are used, they are not exclusive
instructions and application limitations. to a particular manufacturer. Equal Backer Units from multiple
manufacturers may be used. Consult your with design professional
When installation is over slabs on grade, (on-ground concrete), for more information. All joints/seams, etc, must be fully reinforced
installation of a waterproofing membrane is optional. If a membrane with AVM Mat 800.
will be installed, verify moisture! If moisture exceeds 3 Lbs using
a calcium chloride test, or exceeds other acceptable standards, 14. Self Leveling underlayment may be used in lieu of the specified
consult with AVM prior to proceeding with installation. If a underlayment.
membrane will not be installed, the “Protective Coating” is not
needed either. 15. Anti-Fracture: Anti-Fracture membranes must be fully reinforced
with fabric to work properly. If installing AVM System 700,
Mortar Beds: The following mortar beds are recommended: AVM it's already fully reinforced, so no additional reinforcement is
Crete 6400 (best) or AVM Crete 6460. Mortar beds must achieve required. If installing AVM System 750, it has no reinforcement
a minimum of 2,000 PSI and be installed per TCNA'’s standards. except at corners and other critical areas. Therefore, fabric must
When installed over and bonded directly to concrete substrates be embedded in the entire membrane. Use AVM Mat 800 for
(excluding light weight concrete substrates) the mortar bed may reinforcement. If the sole purpose of the membrane installation is
be un-reinforced. (If installing over 1.25” thick, reinforce with 2"x2” for crack isolation, then refer to the “Crack Isolation (Anti-Fracture)
wire). When installed over wood floor substrates and/or as a non- Details” for additional installation information.
bonded mortar bed, the mortar bed needs to be fully reinforced with
Metal Lath 2.5 (aka Diamond Lath, min 2.5 Lbs/Sq.Yard) and be 16. Shower receptors, curbs, seats, etc, must be properly waterproofed

a min of 1.25 inches thick to create rigidity. Mortar beds (concrete
float) installed over and bonded to concrete/block walls do not
need to be reinforced. Mortar beds (concrete float) installed over

and installed to avoid water damage to adjacent building materials.

AVM Industries, Inc.
8245 Remmet Ave, Canoga Park, CA 91304

888.414.1041 818.888.0050
www.avmindustries.com

Quality Waterproofing Products

Protected by Copyright © AVM Industries, Inc. Revision Date: 05/30/2012
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